Unprepared Line Marking
Labelling and Safety Solutions
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Vacuum Shot Blasting

This is the most common preparation. These machines are difficult to run in a straight
line and give a “fuzzy” or uneven edge. The edge is therefore only partially prepared.
This causes paint flake or bleed issues on the edge, depending on the application type.
Specified by Warehouse Partners for use with:
Using a 2 part epoxy shot blasting is a good economic solution and is the most common
preparation which depending on usage and impact by mechanical handling equipment
will last from 1-3 years.
Diamond Floor Shaving

This is the most consistent form of preparation for line marking (not solid walkways)
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A floor shaver removes 1mm -2mm from the surface which exposes fresh concrete. It
is the most aesthetically pleasing preparation and will last three times as long as shot
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